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Item: NEOGLO Waterwashable flusrescent penetrant

(Certificate of Analysis)

F-4A-C/3

[AMS26440 Type 1, Method A/C, Level 3 ]

e it PERIE Hlnternal requirements.)

BiEFAR:
Lot.No. 24L000 Gincfprodmtion 2024121
HEEED (Test Itam) .
HERHE BRER AR
AMSE2644) 4221} | Test Procedure Roquirement. Test Result
Bk _
FlashPaint  |ASTM D 03 9CHETHIIE. 110°CELE
Shall be not lower than 83°C (200° F) ZHoclz 307
{3.2.3)
*E 2033
FAY -+ by
Viscosity ASTM D 445 (38°C) bﬁﬁﬁmuiﬂ%f?}é t ’ " (cSt, ARG 199 )
3.34) Shall be within £ 10 % of nominal viscosity. (65t nominal valus= 188 )
S RENEE . - Y -
. B ASTME 1135 B SFHFP-APEIZHLT 90 %Ll ETHHIL. 90.3 %
uora—sL;e;; 13 hrvass (FP-4PE Standard) Shall be not less than 90 % of the brightness of the referance penetrant. !
ahER
Water Tolerance  |AMS26440 4410 | PPKAZMETHIE. i
(3385} Shall tolerate not less than 5% additional water. Canfarms
UFA 3 P y e Feiy=
Fioriiavobity AMS26d4) 4411 EIEREHLLEORFEOBTFEROHENIE, e
(3387 Shall leave no more residual penetrant than the reference penstrant. Confarms
ASTM D 05 Eiz(E
w*ﬁgﬁl l oryemona S%EHEALLIE. i m%)!
atakLonfant ASTM D85 ar Shall not be supplied containing more than 5% water. -1 6L (L ses than 0.
(288 ASTM E 209
BOECO |\ aun BEREBLAGULTHACL s
Sensitivity Shall qual or exceed the reference penetrant, Gonfarms
W i) AETEAE 05% LIFTHAIL, 001 %LLTF
Tatal Sulfur Less than 0.5 % Less than 0.01 %
ARFEACE) | ssTain sos 0:25 % LT THITL. 0.01 %LLTF
Total Halogen Less than 0,25 %4 Less than 001 %

4.3 218 Sampling Plan A IZEUERL, ERBAEEToHER,. COOuME, AMS2644] BUHAERFEICSH
LTWAIEHIRLET,

We hereby certify that this lot was tested according to paragraph 4.3.2, Sampling Plan A and as a result of the above
tests conforms to AMS2644.0 and internal requirements,
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EISHIN KAGAEL
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F-4A-C/3

[AMS2644H Type 1, Method A/C, Level 3]

No.. F 24- 1117
Date: 2024-10-16

Lot.No. 244027 HEFAAH 2024/10/7
HERIEH HERAE ERER HERHER
( AMS2644H 4221 )
5lkm Onfs| b pids 2 — o
(33318) ASTM D 93 93°CLLETHD &, 110°CLLE
W E S = 21.04
o REEFE D H10%THAHIE,
(3.3.4IE) ASIM D 445 (38 C) Aﬁ*ﬁ}# ﬁ)é (cSt, AFRFEE  19.9)
HHEE ASTME 1135 %ﬁ;’%_iﬁ;‘&FP—wa:‘ﬂLt 90% LA E 1005 %
(3.38.331H) ThHdHIE,
KNHBE Sh iy i —
(338518) AMS2644H 4.4.1018 5%DKNEHFBTTHE, & %
frEtE ZHZERULDBZERDEEZ N
(3.3.8618) AMS2644H 4.4.1118 Bk e, a8 %
KnEaH=E ASTM D 95 E1=[% -
iy A Yk .
(3.3.8.718) ASTM D 6304 SHEBALLI-E, 04 %
& ECR AMS2644H 4.4.518 BESEREEFEULETHDIE, X
WESCX) ASTM D 129 0.5 % UTTHDI &, 001 %UTF
NOFTUSE%)  |ASTM D 808 0.25 % UTTHAZE, 0.01 %A
¥ RNERIEH

COHEERIE, AMS2644H RUMHNERFIEICEBMLTWSILEALEY,

SAMPLE




[tem: NEOGLO Water—washable fluorescent penetrant

HE - 7 EARK

No. F24- 1118
Date: Oct. 16 2024

Certificate of Analysis

F-4A-C/3

[ AMS2644H Type 1, Method A/C, Level 3]

Lot.No. 244027 Date of production: Oct 7, 2024
Test Item Test Procedure Requirement Test Result
( AMS2644H 4221 )
Flash Point ASTM D 93 Shall be not lower than 93°C (200" F). > 110°C (= 230 F)
(3.3.3)
Viscosity ASTNIID A2 st i Gl Shall be within =10 % of nominal viscosity. 21.04
. J
(334) (cSt, nominal value= 19.9)
Fluorescent
Brightness ASTME 1135 Shall be not less than 90 % of the 100.5%
(338.33) (FP-4PE Standard) brightness of the reference penetrant. ’
Water Tolerance AMS2644H | Paragiaph 4410 Shall tolerate not less than 5% additional Confaria
(3385) o |water,
Removability Shall leave no more residual penetrant than
G0 AMS2644H Paragraph 4.4.11 the reference:penetrant. Conforms
Water Content ASTM D 95 or Shall not be supplied containing more than 04%
(3.3.8.7) ASTM D 6304 5% water. ’
Sens:twlty AMS2644H Paragraph 44.5 Shall equal or exceed the reference Conforns
[©9] penetrant.
Sulfur Content
) ASTM D 129 Less than 0.5% Less than 0.01 %
Total Halogen
5 ASTM D 808 Less than 0.25% Less than 0.01 %
Content (3%)

(%) : Internal specifications.

We hereby certify that items conform to the requirement of AMS2644H and internal specifications.

SAMPLE

Eishin Kagaku Co. Ltd. IBARAKI FACTORY

T.Furusawa ,Chemist
Technical Department




